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TEST RESULTS
1. Customer: Futenco Asia ME FZCO Ay ML
2. Address: Technohub Building, Office 152, PO'Box: 341 096, Silicon Oasis Freezone,
Dubai, UAE

3. Name of sample: Beema Bamboo, 4 years old since planting,

4. Growed and harvested at the Philippines by Romblon Bamboo Research Center Inc.

5. Sample description: The Bamboo is packed in carton box, include 2 types: Shredded and
poles

6. Quantity: 2,5 kg shredded Beema Bamboo 4,5 kg cut Beema Bamboo poles

7. Date of receiving: 02 June 2016

Results .
No. Parameters Meth?d o.f unit Value
determination

1 Total mousture EN 14774 % 19
2 Ash content EN 14775 % 2.05
3 Ash content at 815°C | Tappi T211 % 1.81
B! Carbon EN 15104 % 62.12
5 Hydrogen EN 15104 % 2.1
6 Oxygen EN 15289 % 34.27
7 Gross calorific value EN 14918 Kcal/kg 4613.88
8 Chlorine (Cl) EN 15289 mg/kg 231
9 Potassium (K) EN 15290 mg/kg 4708
10 Sodium (Na) EN 15290 mg/kg 142.7
11 Calcium (Ca) EN 15297 mg/kg 113,42
12 Silicon (Si) EN 15297 mg/kg 8463
13 Magnesium (Mg) EN 15297 mg/kg 332.82
14 Iron (Fe) EN 15297 mg/kg 59.46
15 Cadmium (Cd) EN 15297 mg/kg 0.014
16 Chromium (Cr) EN 15297 mg/kg 6.31
17 Copper (Cu) EN 15297 mg/kg 17.46
18 Manganese (Mn) EN 15297 mg/kg 6.31

1. Céc két qua thir nghiém ghi trong phiéu nay chi ¢6 gia tri déi voi mau do khach hang giri dén./ Test results are valid for the
namely submitted sample(s) only.
. Khéng dugc trich sao mdt phéan phiéu két qua thir nghiém nay néu khong co su dong y bang van ban cua Vién Cong nghiép
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A _Ltab o 8 AR Adia el adel el / AMasa af camnlo and ructnmor are written as



VIETNAM NATIONAL Address: Building T8, VNUF, Xuan

¢ ot
Wl‘c: UNIVERSITY OF FORESTRY  1a; 0432232052
WOOD INDUSTRY COLLEGE Fax: 0433840063

S6/N°: 17/06 : Page 2 of 2
No. Parameters Meth?d o.f unit Value
determination
19 Lead (Pb) EN 15297 mg/kg 0.156
20 Zinc (Zn) EN 15297 mg/kg 6.04
21 Lignin TAPPI T222 % 4y | < 26.60
Lignin acid insoluble | NREL sulfuric .
22 (AIL) acid % 26.60
Lignin acid soluble NREL sulfuric .
23 | 4sL) ol o 142
Extractives o
24 EtOH+ Toluene TAPPI T204 %o 3.89
25 Extra.ctives 95% EtOH | TAPPI T204 % 2.99
26 Extractives hot water | TAPP1 T207 % 6.00
27 Length of fiber
gth of f FPL - Madison it 3.330

Hanoi 30 June 2017

Thir nghiém vién Trung tam TN&PTCN Vién Cong nghiép go
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I. Cac két qua thir nghiém ghi trong phiéu nay chi co gia tri doi voi mau do khach hang giri dén./ Test results are valid for the
namely submitted sample(s) only.

2. Khéng dugc trich sao mt phan phicu két qua thir nghiém nay néu khong c6 su déng y bang van ban cua Vién Cong nghiéy
0./ This test results shall not be reproduced except in full, without the written approval of Wood Industry College.
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ae —E.. vAe Lhink hano dwme ohi then véu clu ciia noi eiri mau./ Name of sample and customer are written as



